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Product Name  Polyethylene Resin Sample Point
FEfg s : Ferrud [ 4 s
Product PE L501 (50008) Saunls Data 2026-01-26 01:00
PR BREM: o
Batch Number TPES6126C1 Date of issue ¢020-01-27 16:63
TR EREE: )
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ANALYSIS ITEM LIMITS RESULTS TEST METHOD

Rt M Appearance of thermoplastic
granules: SH/T 1541, 1-2019

KL AN kg 0 0

Black grunule, pes/kg

RN MBERL, 4~ /ke <5 3

Color and black spot granules, pes/kg -

Snake skin granule, pes/kg =

KEANL g/ke < F 0

Large and small granules, g/kg ks
B, gfor 0.9510£0. 0020 0. 9508 GB/T 1033.2-2010
Density, g/cm
Fer 44 R 1Rt 5343 (IFR) (190°C, 2. 16kg), g/10min . o ry
The melt mass—flow rate(190°C, 2. 16kg), g/10min .00£0.20 Lk GB/T 3682. 1-2018
RIRRELA, Npa = 23.0 25. 1 GB/T 1040. 2-2022
Tensile stress at yield, Mpa
JUMIN 2 bR R, % ~ = 3
Nominal tensile strain at break, % LAl =l L
PL T4 HBelow blank
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